
 
 

 

                                                                

 

 

 

 

SPECIFICATION: SULPHURIC ACID 

Sulphuric Acid concentration   98% by weight (Minimum) 

Iron as Fe% Maximum  20 PPM (0.002% by Wt.) 

Arsenic as AS Maximum  8 PPM (0.0008% by Wt.) 

Lead  Less than 1 PPM 

Residue on ignition  0.15% by Wt. (Maximum) 
 


